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ABSTRACT: Atomic force microscopy is used to study the
ordering dynamics of symmetric diblock copolymer films. The
films order to form a lamellar structure which results in a
frustration when the film thickness is incommensurate with the
lamellae. By probing the morphology of incommensurate films
in the early ordering stages, we discover an intermediate phase
of lamellae arranged perpendicular to the film surface. This
morphology is accompanied by a continuous growth in
amplitude of the film surface topography with a characteristic
wavelength, indicative of a spinodal process. Using self-
consistent field theory, we show that the observation of
perpendicular lamellae suggests an intermediate state with
parallel lamellae at the substrate and perpendicular lamellae at
the free surface. The calculations confirm that the intermediate state is unstable to thickness fluctuations, thereby driving the
spinodal growth of surface structures.

Spinodal processes involve the continuous and rapid growth
of two or more distinct phases from an unstable initial

state, as opposed to the slower nucleation processes when the
initial state is metastable. Spinodal dynamics are known to
occur in a wide array of physical systems including alloys,1

binary fluids,2 glasses,3 liquid-crystalline films,4 polymer
blends,2 dewetting polymer films,5−9 and even the rupture of
foams in a champagne glass.10 Thin films of symmetric diblock
copolymer are of particular interest11−13 because they are a
simple 2D system where the dynamics of the conserved order
parameter Ψ(x,y) = h(x,y) − h0 (film thickness relative to the
initial uniform thickness) are potentially slow enough to
observe the early time behavior.14 Maaloum et al. first surmised
the existence of a spinodal process in diblock copolymer films
from the long-time real-space patterns of Ψ(x,y), which looked
as if they emerged from fluctuations of a single characteristic
wavelength.11 They therefore assumed that the initial
disordered state is unstable with respect to variations in film
thickness. Joly et al. provided further evidence for a spinodal
process by the absence of an incubation time.12 However, they
proposed a different explanation, which assumes that the free
energy of an ordered film, F(Ψ), is a smooth function with an
interval of negative curvature (i.e., unstable region) between the
two stable film thicknesses. Although these studies have
speculated the existence of a spinodal process, conclusive
proof and a solid theoretical explanation have yet to be
provided. There is no reason for the disordered film to be

unstable, nor is the free energy of ordered films a smooth
continuous function of film thickness.
In an “AB” diblock copolymer, incompatibility between the

two blocks is characterized by the Flory−Huggins parameter, χ,
which varies inversely with temperature. When the blocks
segregate, like oil and water, it is the relative size of the A block
to the entire polymer chain, f, that determines the morphology.
Symmetric diblock copolymers, with equally sized blocks ( f =
1/2), assemble into a stack of AB/BA bilayers creating a
lamellar phase of alternating A- and B-rich domains. In the
bulk, this ordered periodic microstructure forms from the
disordered melt once χN ≳ 10,15,16 where N is the total
polymerization index of the copolymers. The preferred
thickness of a bilayer, L0, is determined by a competition
between the entropic cost of stretching polymers and the
tension of the A−B interfaces.17

Though equilibrium morphologies of diblock copolymers in
the bulk are well understood,15−17 the study of these molecules
under confinement is of particular interest owing to their
potential for use in a variety of applications and for providing
insight into physics at the nanoscale.18−22 In the case of thin
films supported on a substrate, the copolymer is confined in 1-
dimension. The difference in interfacial energies of the A and B
block with the substrate and the free (air or vacuum) surface
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can cause preferential segregation of a particular block at each
interface. In the case of symmetric diblocks, these preferred
surface interactions direct lamellae to orient parallel to the
interfaces.23−28 To preserve the equilibrium bilayer thickness
throughout the film, the film thickness at equilibrium must
satisfy the commensurability condition h = L0ν/2, where ν is an
integer denoting the number of AB monolayers. We denote this
parallel phase Lv

∥. For symmetric wetting conditions where both
interfaces have an affinity for the same block, ν is even.
Conversely, for asymmetric wetting, ν must be odd. Films with
initial thickness, h0, which do not satisfy the quantized
commensurability condition, will order into regions consisting
of ν and ν + 2 monolayers, with a step of thickness L0
separating the Lv

∥ and Lv+2
∥ regions. With increasing h0, the

areal fraction of the Lv+2
∥ phase expands to satisfy volume

conservation. In this case, the relief structures evolve from
islands, to a bicontinuous pattern, to holes when the majority of
the film is Lv+2

∥ .23,24 Though these structures have been well
studied, direct measurements of film morphologies during the
intermediate stages of annealing in symmetric diblock films
remain elusive, yielding a gap in our understanding of the
ordering process.
Ordering of these lamellar forming films is known to initiate

at the interfaces.26,28−30 Once the microphase separation of the
diblocks is complete within the film, the topography of the free
surface begins to develop relief structures by either
nucleation13,31−33 or spinodal11−13 growth. Though nucleated
growth has been shown to arise in nearly commensurate films
from a metastable state consisting of parallel lamellae with
nonequilibrium bilayer thickness,32,33 an explanation for the
observation of spinodal decomposition of topological structure
far from commensurability is yet to be provided. In order to
investigate the origins of the spinodal morphology, we focus
here on the pathway as the film transitions from a
homogeneous slab to the final ordered phase during sample
annealing. We will show that there is an intermediate
morphology at the free surface that mediates the transition,
and we establish the link between this morphology and the
subsequent spinodal decomposition of the topography. Self-
consistent field theory (SCFT) calculations verify the differ-
ences in the free energy of the observed structures that drive
spinodal decomposition.
Experiments were performed using poly(styrene-methyl

methacrylate) (PS-PMMA) copolymer, an asymmetrically
wetting diblock. The topography evolution of an incommensu-
rate 157 nm (ν ≈ 12) film annealed at 155 °C is shown in
Figure 1. The upper panels show the spinodal growth of surface

relief structures typical of all incommensurate films studied,
evolving from initial undulations of <3 nm at annealing times of
t = 175 min to equilibrium fluctuations of 26.5 nm
corresponding to the full bilayer thickness at t = 445 min.
The lower panels plot the 2D Fourier transform (2DFT)
computed at each annealing stage. The spinodal ring, which
grows in intensity for longer annealing times, is clearly visible.
From the radial average of the 2DFT, we obtain a peak
frequency of the spinodal pattern at ∼0.3 μm−1, corresponding
to a correlation wavelength of ∼3 μm (Figure 2a). Though we

only quantify the early stages of the topography evolution in
accordance with the linearized spinodal theory, we do also
observe the onset of coarsening through a shift in the 2DFT
peak toward shorter frequencies (see Supporting Information).
The root-mean-squared roughness, R, is calculated to

characterize the growth of surface fluctuations.12,31 In the
early stages of spinodal growth, the film exhibits an exponential
growth rate in R, consistent with a spinodal process (Figure
2b).2 As annealing continues, the roughness plateaus as the
equilibrium lamellar thickness is reached. The 2DFT peak
amplitude also displays these growth kinetics.34 In addition to
the measurements of a film with ν ≈ 12, the measurement of
early stage spinodal growth was observed for incommensurate
films with initial thickness of h0 ≈ 10L0/2 and h0 ≈ 14L0/2.
These films vary in thickness by about 60 nm, yet all exhibit
similar spinodal wavelengths of 2−3 μm, with a slight increase
in wavelength for thicker films (Figure 2c). The similarity in
wavelength suggests that the driving force is dependent
primarily on the film commensurability and not total film
thickness: the wavelength is a property of the diblock structure
nearest to the free surface.
As spinodal fluctuations begin to form (t ∼ 160 min), we

probe the morphology at the film surface. An AFM phase image
taken during the onset of spinodal growth (Figure 3) clearly
shows a majority of lamellae arranged perpendicular to the film

Figure 1. (Top Row) AFM topography images of 157 nm (ν ≈ 12)
film for annealing times of (a) t = 175, (b) t = 265, (c) t = 355, and
(d) t = 445 min at 155 °C. Scan size is 25 μm. The vertical scale is the
same for each image with black to white corresponding to a 30 nm
thickness difference. (Bottom Row) 2DFT obtained from each AFM
image.

Figure 2. (a) Radial average 2DFT of AFM topography images for
increasing annealing times. Dashed line is average peak position at
early annealing times. (b) Root-mean-squared roughness, R, as a
function of time on a log−linear plot. Straight dashed line shows the
exponential growth of the thickness fluctuations at early annealing
times. (c) Radial average of the 2DFT for films with initial thickness
129 nm (solid line), 157 nm (dashed line), and 187 nm (dashed-
dotted line), corresponding to ν ≈ 10, 12, and 14 respectively.
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surface. The perpendicular lamellae of this intermediate
morphology have the expected equilibrium bilayer period, L0.
The larger dark areas in the phase image indicate regions of
non-perpendicular morphology caused by the growth of parallel
lamellae. This rearrangement is facilitated by the spinodal
topography fluctuations at the surface that are already
detectable at these annealing times, as demonstrated in Figure
1. Films that are closer to commensurate show nucleated
growth of islands or holes, without passing through the
intermediate perpendicular lamellar phase of Figure 3.33 Thus,
the intermediate morphology that facilitates spinodal decom-
position into the Lv

∥ and Lv+2
∥ regions is a feature of the

frustration in thin maximally incommensurate films.
For all maximally incommensurate films studied, we always

observed perpendicular lamellae at the film surface preceding
the spinodal growth in the surface topography. As a
consequence, our measurements indicate that, for highly
incommensurate films, an intermediate ordered state must
consist of either (i) perpendicular lamellae throughout the
entire film or (ii) a mixed morphology state consisting of
perpendicular lamellae at the free surface and parallel lamellae
at the substrate, as shown in Figure 3. The PMMA block is
known to have a strong preferential interaction with the Si
substrate.29,35 This surface affinity has been shown to align
lamellae parallel to the substrate, well above the ODT,29,30 and
consequently, a parallel morphology will exist near the substrate
upon annealing. Therefore, the perpendicular lamellae at the
free surface of incommensurate films indicate that a mixed
morphology must occur as an intermediate ordering state.
Mixed morphologies have been observed in films with a neutral

substrate36 and in capped films;37 however, the existence of a
mixed morphology as an intermediate state in the ordering of
films with a free surface is new.
To gain further insight into our system, Figure 4 shows the

free energies, F, of different morphologies calculated with

SCFT. Our calculations follow ref 25, except that we use
reflecting boundary conditions at the substrate and air
surfaces.38 The experimental conditions are approximated by
setting the block copolymer parameters to χN = 25 and f = 0.5
and providing an affinity for PS (red) at the air surface of
strength ΛN = 0.3, as defined in ref 38. The substrate affinity
for PMMA is much greater, which rules out the possibility of
perpendicular lamellae according to previous SCFT calcu-
lations.38 Therefore, we only consider morphologies where the
entire substrate is coated by PMMA (black). We chose a film
thickness of h ≈ 6L0/2 (ν ≈ 6), as thicker films, like those used
in our experimental study, will differ only in the number of
parallel layers near the substrate. A film thickness correspond-
ing to ν ≈ 6 is suited to the L6

∥ morphology, but nevertheless,
the L5

∥ or L7
∥ morphologies of either stretched or compressed

domains are energetically favorable because they allow for the
exposure of PS at the air surface. The mixed (Lv

M)
morphologies allow all lamellae to adopt the preferred domain
thickness while still allowing a majority of the air surface to be
covered by PS. However, there is still some PMMA at the air
surface as well as a grain boundary between the parallel and
perpendicular lamellae, making mixed morphologies less stable
than the L5

∥ and L7
∥ morphologies. Notice that the free energies

of L5
∥ and L7

∥ do not form a single smooth curve as originally
assumed by Joly et al.12

Although the SCFT tells us which morphologies are favored
at equilibrium, one has to consider the kinetics involved in
forming the domains. The substrate has a far stronger affinity
for PMMA than the air surface does for PS,29 thus, the ordering
will begin at the substrate with parallel lamellae of the preferred
thickness. As the disordered region near the air interface gets
thinner, the incommensurability of the film will become
apparent. If the system continues to form parallel monolayers
of equilibrium thickness, the system will end up in the costly L6

∥

morphology, with PMMA at the free interface. However, in
order to form the more favorable L5

∥ or L7
∥ morphologies, the

system must adjust the thickness of the existing lamellae near
the substrate, which is a slow process due to the necessity of
polymer exchange between layers.39 The alternative is for the
remaining disordered region to form perpendicular lamellae,
resulting in the mixed morphology L4

M structure. The L5
M

Figure 3. (Top) Phase image (2.5 μm) of film surface at t ∼ 160 min
showing majority perpendicular lamellar morphology (PS dark,
PMMA light). (Bottom) SCFT calculation of mixed morphology
intermediate state.

Figure 4. Free energy, F, of parallel (Lv
∥) and mixed (Lv

M) lamellar
morphologies plotted as a function of film thickness, h. F0 is the free
energy of the bulk lamellar phase.
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morphology is unfavorable because of the high free energy
associated with the excess bending of the lamellar domains.
Despite the lower free energy of the L3

M morphology, we expect
this to be bypassed because of the rapid formation of parallel
lamellae; it is only when there is a disordered layer of thickness
∼L0 that the frustration of incommensurability is apparent to
the system.
With the system in the intermediate morphology, L4

M, the
subsequent evolution of the system is then intimately related to
the curvature of the free energy. The negative curvature of the
L4
M morphology implies that it is unstable with respect to small

variations in film thickness.25 Consequently, any flow of
material from one area of the film to another will lower the
overall free energy of the system; this instability is the key
ingredient for spinodal fluctuations to occur.
Direct measurement of an unstable intermediate mixed

morphology for highly incommensurate films completes the
picture of symmetric diblock copolymer film ordering. As has
already been well established, surface relief structures grow via a
nucleated process for nearly commensurate films due to a
metastable intermediate state of deformed parallel lamellae.32,33

Conversely, the maximally incommensurate films will exhibit
spinodal growth patterns induced by a kinetically favored
unstable intermediate state of mixed lamellar orientations.
Additionally, in the regime of moderate incommensurability we
might expect that nucleated and spinodal growth kinetics could
occur simultaneously, as is indeed observed in experiment (see
Supporting Information).
In conclusion, we have characterized the ordering process of

PS-PMMA symmetric copolymer thin films. Identifying a direct
link between our observations of an intermediate film
morphology and surface relief growth kinetics, we have
determined the source of spinodal decomposition in the film
topography. The ordering pathway consists of an intermediate
state of mixed lamellar morphology which precedes topological
fluctuations. The free energy of the mixed morphology is
calculated using SCFT, and is found to be an unstable state. In
particular, it has a negative curvature in the free energy as a
function of film thickness, providing the driving force necessary
for the spinodal decomposition of the surface fluctuations.
These results provide a clear picture of the ordering pathway of
symmetric diblock films through an intermediate mixed
morphology that is unstable to spinodal thickness variations.

■ EXPERIMENTAL SECTION
PS-PMMA copolymer of molecular weight for the blocks Mw(PS) ≈
25 kg/mol, Mw(PMMA) ≈ 26 kg/mol, and dispersity = 1.06 (Polymer
Source, Canada) was used. The equilibrium bilayer thickness was
determined to be L0 = 26.5 nm using atomic force microscopy (AFM;
Veeco Caliber, U.S.A.). Samples were spincast in air from dilute
toluene solutions onto Si substrates with the native oxide layer present,
such that they were maximally incommensurate, that is, h0 ≈ L0ν/2 with
ν even, because PS-PMMA is asymmetrically wetting. The initial as-
cast films exhibit thickness variations of less than 1 nm as measured
using ellipsometry and have no long-range order due to rapid solvent
evaporation during spincoating. These films were subsequently
annealed at 155 °C, well below the order−disorder transition
temperature (ODT), causing the film to order into lamellae. The
samples were monitored during annealing using an ellipsometry
technique sensitive to changes in film morphology,33 and quenched
into the glassy state as soon as surface topography began to change.
Using AFM in tapping mode, the film surface was studied both with
topography and phase imaging. The phase signal is sensitive to the
mechanical contrast between PS and PMMA domains at the surface.40

We continue to anneal films at 155 °C, interrupted by rapid quenches

into the glassy state to observe the evolution of the film surface with
AFM.
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(i) Analysis of 2DFT peak amplitude and position revealing the
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